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Revision No. 0

Test Product Steel Plate No.1 Material Characterization |N/A
FProject Name N/A Test Method WIM-015
Project No. N/A Standard of Test ASME Il Part A
Material Specification 316L . Equipment / Serial No. Mobile Spectrometer Model PMI - Master Pro/ 13M0054
Dimension N/A Characterization Normal and free from defect on the surface
Date Received 15 June 2013 Ambient Temperature 245°C
Date Tested 15 June 2013 Relative Humidity 68%
: ia (0
I::]n — Chemical Analysis (%s) e
Fe C Si Mn P 5 Cr Mo Ni Al Co Cu Nb Ti

67.7 0.0242 | 0.452 0.801 0.0290 | <0.0050| 17.2 2.25 10.7 0.0022 0.217 0.321 0.0302 | 0.0110
1 1754/13 v W Pb -

0.085% | 0.0435 | <0.0100

Additional details: -
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Notes 1. The above results are valid exclusively for tested samples as mentioned in this report.
2 Partial publicity of the results on testing is prohibited without the written permission from LPN LABORATORY,
3. This report shall not be reproduced in whole or in part without the written approval of LPN LABORATORY.

4_This report is tested for LN Metallurgical Research Center (Thailand) Co,,Ltd.
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